
MOISTURE-DENSITY RELATIONSHIP 

Project No.: 70-14566-000 

Project: Clean Harbors Soil Testing 

Client: iSi Environmental 
Sample Number: 3397 

Remarks: 

Description: Brown Silty Sand 

Curve No.: 8099 
Date: 7110/2014 

MATERIAL DESCRIPTION 

ALLIED 
Classifications - USCS: 
Nat. Moist. = 
Liquid Limit= 

AASHTO: LABORATORIES 
Sp.G. = DEPARTMENT OF PROFESSIONAL 
Plasticity Index= non-plastic ENGINEERING CONSULTANTS, PA. 
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Maximum dry density = 110.8 pcf 

Optimum moisture = 12.4% 

% < No.200 = 22 % 

TEST RESULTS 
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Test specification: 
ASTM D 698-07 Method A Standard 
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100% SATURATION CURVES 
FOR SPEC. GRA V. EQUAL TO: 
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